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WANLONG CHEMICAL CO.,LTD .

PANDAI CHEMICAL INDUSTRIAL AREA,JINHU STREET, RUIAN CITY, ZHEJIANG PROVINCE, CHINA, 

325200

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : FLUORESCENT 

PIGMENT-MIXTURE OF ALL FB COLORS .

SGS Job No. : SP17-018651 - SH .

Model No. :. FB.

Main Substance : . RESIN+DEYSTUFF .

Supplier :. WANLONG CHEMICAL CO.,LTD .

Date of Sample Received : . 26 May 2017.

Testing Period : . 26 May 2017 - 02 Jun 2017 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Marry Ma.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA17-108728.001 Red powder.

Remarks :.

(1) 1 mg/kg = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Polycyclic aromatic hydrocarbons (PAHs).

Test Method : . With reference to AfPS GS 2014:01 PAK, analysis was performed by GC-MS. .

Test Item(s). Unit. MDL. 001.

mg/kg. 0.1. ND.Benzo(a)pyrene(BaP) .

mg/kg. 0.1. ND.Benzo(e)pyrene(BeP) .

mg/kg. 0.1. ND.Benzo(a)anthracene(BaA) .

mg/kg. 0.1. ND.Benzo(b)fluoranthene(BbF) .

mg/kg. 0.1. ND.Benzo(j)fluoranthene(BjF) .

mg/kg. 0.1. ND.Benzo(k)fluoranthene(BkF) .

mg/kg. 0.1. ND.Chrysene(CHR) .

mg/kg. 0.1. ND.Dibenzo(a,h)anthracene(DBA) .

mg/kg. 0.1. ND.Benzo(g,h,i)perylene(BPE) .

mg/kg. 0.1. ND.Indeno(1,2,3-c,d)pyrene(IPY) .

mg/kg. 0.1. ND.Acenaphthylene(ANY) .

mg/kg. 0.1. ND.Acenaphthene(ANA) .

mg/kg. 0.1. ND.Fluorene(FLU).

mg/kg. 0.1. ND.Phenanthrene(PHE) .

mg/kg. 0.1. ND.Pyrene(PYR).

mg/kg. 0.1. ND.Anthracene(ANT) .

mg/kg. 0.1. ND.Fluoranthene(FLT) .

mg/kg. - ND.Sum of Acenaphthylene, Acenaphthene, Fluorene, Phenanthrene, Pyrene, 

Anthracene, Fluoranthene .

mg/kg. 0.1. ND.Naphthalene(NAP) .

mg/kg. - ND.Sum of 18 PAHs .
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ATTACHMENTS 

 

PAHs Testing Flow Chart 
 

1) Name of the person who made testing: Hui Liu 

2) Name of the person in charge of testing: Jessy Huang 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 

DATA 
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Sample photo: .

SHAEC1710872804

SHA17-108728.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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